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CARBONACEOUS MATERIAL FOR
LITHIUM-AIR BATTERY CATHODES AND
LITHIUM BATTERY

CROSS REFERENCE TO RELATED
APPLICATIONS

This application is a National Stage of International Appli-
cation No. PCT/JP2013/076554, filed on Sep. 30, 2013,
which claims priority from Japanese Patent Application No.
2012-233974, filed on Oct. 23, 2012, the contents of all of
which are incorporated herein by reference in their entirety.

TECHNICAL FIELD

The present invention relates to a carbonaceous material
for constituting the cathode of a lithium-air battery, and a
lithium-air battery comprising a cathode containing the car-
bonaceous material.

BACKGROUND ART

An air battery that uses oxygen as the cathode active mate-
rial has advantages such as high energy density, easiness of
reducing size and weight, etc. Therefore, it attracts attention
as a high-capacity battery which exceeds lithium secondary
batteries that are widely used now. Among air batteries, the
lithium-air battery has become an active area of research due
to its high capacity.

The lithium-air battery is able to charge and discharge
since an oxidation-reduction reaction of oxygen is carried out
in the cathode (air electrode) and an oxidation-reduction reac-
tion of lithium is carried out in the anode. In the lithium-air
secondary battery, it is considered that the following charg-
ing/discharging reactions proceed.

[Upon Discharging]

Anode:

Li—Li*+e”

Cathode:

2Li*+0,+2e —Li,0,

4Li*+0,+4e”—2Li1,0
[Upon Charging]

Anode:

Lit+e™—Li

Cathode:

Li,0,—2Li"+0,+2¢~

2L1,0—=4Li"+0,+4e”

The lithium-air battery comprises, for example, the follow-
ing: a cathode containing a carbonaceous material and a
binder; a cathode current collector that collects current from
the cathode; an anode containing an anode active material
(such as metal or alloy); an anode current collector that col-
lects current from the anode; and an electrolyte disposed
between the cathode and the anode. Sometimes, a catalyst is
contained in the cathode.

For example, in Patent Literature 1, a lithium-air battery
comprising carbon and a binder as constitutional components
is disclosed.

In Patent Literature 2, a method for producing an oxygen
reduction catalyst is disclosed, which is not limited to the use
for metal-air batteries. In particular, a method for producing
an oxygen reduction catalyst is disclosed in Patent Literature
2, the catalyst containing a transition metal oxide in which the
crystal lattice is expanded by introducing oxygen defects into
the surface and replacing part of oxygen atoms on the surface
by at least one of carbon atoms and nitrogen atoms. In Patent
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Literature 3, a fuel cell catalyst for the air electrode of fuel
cells is disclosed, which is not for metal-air batteries.

CITATION LIST

Patent Literature 1: Japanese Patent Application Laid-Open
(JP-A) No. 2010-182606

Patent Literature 2: JP-A No. 2011-198636

Patent Literature 3: JP-A No. 2010-009807

SUMMARY OF INVENTION
Technical Problem

However, the cathode comprising the carbon disclosed in
Patent Literature 1 has such a problem that the capacity to be
obtained is small.

The present invention was achieved in light of the above
circumstances. An object of the present invention is to pro-
vide a carbonaceous material for lithium-air battery cathodes,
which shows higher capacity than conventional carbonaceous
materials, and a lithium-air battery comprising the carbon-
aceous material.

Solution to Problem

The carbonaceous material of the present invention is a
carbonaceous material for lithium-air battery cathodes,
wherein the carbonaceous material is a carbonaceous mate-
rial for constituting the cathode of a lithium-air battery;
wherein the carbonaceous material comprises nitrogen and a
molar ratio of the nitrogen to the carbon is 1.9x1072 or more;
and wherein the carbonaceous material is a glassy material.

According to the carbonaceous material for lithium-air
battery cathodes of the present invention, the discharging
capacity of a lithium-air battery can be increased.

In the carbonaceous material for lithium-air battery cath-
odes according to the present invention, when the molar ratio
of the nitrogen to the carbon is 1.90x1072 to 2.10x1072, an
especially high discharging capacity can be obtained.

Also in the carbonaceous material for lithium-air battery
cathodes according to the present invention, when the molar
ratio of the nitrogen to the carbon is 1.95x1072 to 2.25x10°,
both the discharging capacity and coulombic efficiency of a
lithium-air battery can be increased.

When the carbonaceous material for lithium-air battery
cathodes according to the present invention comprises pyr-
role and a molar ratio of the pyrrole to the carbon is 1.44x1072
to 1.52x1072, a particularly high discharging capacity can be
obtained.

When the carbonaceous material for lithium-air battery
cathodes according to the present invention comprises pyri-
dine and a molar ratio of the pyridine to the carbon is 0.47x
1072 to 0.50x1072, a lithium-air battery can obtain a high
discharging capacity, and the coulombic efficiency can be
also increased.

The lithium-air battery of the present invention is a lithium-
air battery comprising a cathode, an anode and an electrolyte
disposed between the cathode and the anode, wherein the
cathode comprises the carbonaceous material of the present
invention. The lithium-air battery of the present invention can
exhibit better discharge characteristics than ever before.

Advantageous Effects of Invention

Compared to conventional carbonaceous materials consti-
tuting lithium-air batteries, the carbonaceous material of the
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present invention has excellent discharging capacity and can
contribute to enhancing the discharge characteristics of
lithium-air batteries.

BRIEF DESCRIPTION OF DRAWINGS

FIG. 1A is a schematic view of the surface of the carbon-
aceous material according to the present invention, after dis-
charging and after charging.

FIG. 1B is a schematic view of the surface of a conven-
tional carbonaceous material containing no nitrogen, after
discharging and after charging.

FIG. 2 is a schematic sectional view showing an embodi-
ment of a lithium-air battery.

FIG. 3 is a view showing the cathode production process of
Examples 1 to 4 and Comparative Example 1.

FIG. 4 is a graph showing the relationship between the
firing temperature and G/D ratio of Examples 1 to 4 and
Comparative Example 1.

FIG. 5 is a graph showing the relationship between the
firing temperature and 002 planar spacing of Examples 1 to 4
and Comparative Example 1.

FIG. 6 is a graph showing the relationship between the
firing temperature, a-axis crystallite size and c-axis crystallite
size of Example 1 to 4 and Comparative Example 1.

FIG. 7 is a graph showing the relationship between the
firing temperature and electrical resistance of Examples 1 to
4 and Comparative Example 1.

FIG. 8A is a TEM image of'the surface of the carbonaceous
material of Example 3.

FIG. 8B is a TEM image of the surface of carbonaceous
material of Comparative Example 1.

FIG. 9 is a schematic sectional view of a lithium-air battery
cell used in a charge-discharge test of Example 1 to 4 and
Comparative Example 1 and 2.

FIG. 10 is a graph showing the coulombic efficiencies and
discharging capacities of Examples 1 to 4 and Comparative
Example 1.

FIG. 11A is an SEM image of the cathode surface of
Example 1, which was taken after discharging.

FIG. 11B is an SEM image of the cathode surface of
Example 1, which was taken after charging.

FIG. 12A is an SEM image of the cathode surface of
Comparative Example 1, which was taken after discharging.

FIG. 12B is an SEM image of the cathode surface of
Comparative Example 1, which was taken after charging.

FIG. 13A is an SEM image of the cathode surface of
Example 3, which was taken before the charge-discharge test.

FIG. 13B is an SEM image of the cathode surface of
Example 3, which was taken after the charge-discharge test.

FIG. 14A is an SEM image of the cathode surface of
Comparative Example 2, which was taken before the charge-
discharge test.

FIG. 14B is an SEM image of the cathode surface of
Comparative Example 2, which was taken after the charge-
discharge test.

FIG. 15 is a graph showing the relationship between the
N/C ratio and discharging capacity of Examples 1 to 4.

FIG. 16 is a graph showing the relationship between the
pyrrole/C ratio and discharging capacity of Examples 1 to 4.

FIG. 17 is a graph showing the relationship between the
G/D ratio and discharging capacity of Examples 1 to 4.

FIG. 18 is a graph showing the relationship between the
N/C ratio and coulombic efficiency of Examples 1 to 4.
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FIG. 19 is a graph showing the relationship between the
pyridine/C ratio and coulombic efficiency of Examples 1 to 4.

DESCRIPTION OF EMBODIMENTS

[Carbonaceous Material for the Cathode of a Lithium-Air
Battery]

The carbonaceous material of the present invention is a
carbonaceous material for lithium-air battery cathodes (here-
inafter may be simply referred to as “carbonaceous material”)
wherein the carbonaceous material is a carbonaceous mate-
rial for constituting the cathode of a lithium-air battery;
wherein the carbonaceous material comprises nitrogen and a
molar ratio of the nitrogen to the carbon is 1.9x1072 or more;
and wherein the carbonaceous material is a glassy material.

The inventors of the present invention have found that the
discharging capacity of a lithium-air battery can be increased
higher by constituting the cathode of a lithium-air battery
with a glassy carbonaceous material containing a specific
amount of nitrogen, compared to the case of using conven-
tional carbonaceous materials. More specifically, when the
cathode is formed by using a glassy carbon which contains
nitrogen and in which the molar ratio of the nitrogen to the
carbon is 1.9x1072 or more (Examples 1 to 4), as shown in
FIG. 10, compared to the case of using a glassy carbonaceous
material containing no nitrogen (Comparative Example 1),
the discharging capacity is increased twice or more and, in
some cases, seven times or more.

The mechanism for increasing the discharging capacity of
a lithium-air battery by forming the cathode with the carbon-
aceous material of the present invention, is not clear. How-
ever, it is presumed as follows.

FIG. 1A is a schematic view of the surface of the carbon-
aceous material according to the present invention, after dis-
charging and upon charging after discharging (i.e., after
charging). FIG. 1B is a schematic view of the surface of a
conventional carbonaceous material containing no nitrogen,
after discharging and upon charging after discharging (i.e.,
after charging).

As shown in FIG. 1B, on the surface of the conventional
carbonaceous material containing no nitrogen, the growth of
precipitates produced by discharging, i.e., precipitates 1, is
not inhibited and the precipitates 1 grow substantially. In
contrast, as shown in FIG. 1A, on the surface of the nitrogen-
containing glassy carbonaceous material according to the
present invention, the growth of precipitates 1 is inhibited by
the nitrogen and, compared to the precipitates produced on
the surface of the conventional carbonaceous material,
smaller and more precipitates 1 are produced thereon. It is
thought that because, as just described, many small precipi-
tates are produced on the surface of the carbonaceous material
of the present invention, the discharging capacity is
increased. It has been confirmed by the inventors of the
present invention that the size and number of precipitates
produced on the carbonaceous material of the present inven-
tion by discharging, are smaller than the carbonaceous mate-
rial containing no nitrogen (see the below-described FIGS.
11A and 12A).

Also, upon charging after discharging, as shown in FIG.
1B, large precipitates produced upon discharging are not
decomposed and remain on the surface of the conventional
carbonaceous material. In contrast, as shownin FIG.1A.1,0n
the surface of the nitrogen-containing glassy carbonaceous
material according to the present invention, small precipitates
are produced upon discharging, and decomposition of the
precipitates is promoted by the nitrogen upon charging, so
that the precipitates are less likely to remain. Therefore, it is
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thought that there is a case where coulombic efficiency can be
also increased by using the carbonaceous material of the
present invention. It has been confirmed by the inventors of
the present invention that the size and number of precipitates
that remains on the surface of the carbonaceous material of
the present invention after charging and discharging, are
smaller than carbonaceous materials containing no nitrogen
(see the below-described FIGS. 11B, 12B, 13A, 13B, 14A,
and 14B).

Hereinafter, the carbonaceous material of the present
invention will be described in detail.

The carbonaceous material of the present invention is used
as a carbonaceous material for constituting the cathode of a
lithium-air battery. The lithium-air battery will be described
below in detail, under “Lithium-air battery”.

The carbonaceous material of the present invention is char-
acterized in that it contains nitrogen and the nitrogen content
is such that the molar ratio of the nitrogen to the carbon is
1.9x1072 or more.

The molar ratio of the nitrogen to the carbon (hereinafter
may be referred to as N/C ratio) in the carbonaceous material
can be measured by X ray photoelectron spectroscopy (XPS).
More specifically, the ratio of the number of the nitrogen
atoms to the number of the carbon atoms can be calculated by
measuring the atomic spectrum of the nitrogen and that of the
carbon by XPS.

From the viewpoint of reducing mechanical processing
loads, the N/C ratio is preferably 2.28x1072 or less.

From the viewpoint of obtaining a very high discharging
capacity, the N/C ratio is preferably 2.10x1072 or less, par-
ticularly preferably 2.05x1072 or less, more particularly pref-
erably 2.00x1072 or less. Also, the N/C ratio is preferably
1.90x1072 or more, particularly preferably 1.94x1072 or
more, more particularly preferably 1.95x10~2 or more.

From the viewpoint of being able to obtain a high discharg-
ing capacity and increase the coulombic efficiency, the N/C
ratio is preferably 2.25x1072 or less, particularly preferably
2.20x1072 or less, more particularly preferably 2.19x1072 or
less. Also, the N/C ratio is preferably 1.95x1072 or more,
particularly preferably 1.98x10~2 or more, more particularly
preferably 2.00x1072 or more.

The carbonaceous material of the present invention is also
characterized in that it is a glassy carbonaceous material. The
glassy carbonaceous material is one obtained by carbonizing
athermosetting resin by heating at high temperature, and it is
also one in which hexagonal network crystallites, which con-
stitute the basic structure of graphite, are organized in a non-
oriented manner. Observation with a transmission electron
microscope (TEM) can be used to confirm whether the mate-
rial is a glassy carbonaceous material or not. In particular,
when the material is a glassy carbonaceous material, as
described above, it can be confirmed that the crystallites are
not oriented and form a glassy, complex network structure
(see F1G. 8A). In the TEM observation, the network structure
can be confirmed by setting the magnification to 10,000 to
100,000x.

The carbonaceous material of the present invention has
such a structure that the nitrogen atoms are doped in the
carbon framework, and the position of the nitrogen atoms is
not particularly limited. For example, there may be men-
tioned a cyanide type, graphite type, oxide, pyridine type and
pyrrole type.

In the carbonaceous material of the present invention,
when the nitrogen is contained as pyrrole, the molar ratio of
the pyrrole to the carbon (hereinafter may be referred to as
“pyrrole/C ratio™) is preferably 1.44x1072 or more, particu-
larly preferably 1.46x1072 or more, more particularly prefer-
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6

ably 1.47x1072 or more. Also, the pyrrole/C ratio is prefer-
ably 1.52x1072 or less, particularly preferably 1.50x1072 or
less, more particularly preferably 1.48x1072 or less. This is
because a very high discharging capacity can be obtained
when the pyrrole/C ratio is within the above range.

In the carbonaceous material of the present invention,
when the nitrogen is contained as pyridine, the molar ratio of
the pyridine to the carbon (hereinafter may be referred to as
“pyridine/C ratio™) is preferably 0.47x10~* or more, particu-
larly preferably 0.48x1072 or more. Also, the pyridine/C ratio
is preferably 0.50x1072 or less, particularly preferably 0.49x
1072 or less, more particularly preferably 0.48x1072 or less.
This is because a high discharging capacity can be obtained
and the coulombic efficiency can be increased when the pyri-
dine/C ratio is within the above range. The pyridine/C ratio is
particularly preferably 0.48x1072.

From the viewpoint of discharging capacity, in the Raman
spectral measurement of the carbonaceous material of the
present invention, the area ratio of G band derived from
graphite to D band derived from defects (=the peak area of G
band/the peak area of D band; hereinafter, it may be referred
to as “G/D ratio”) is preferably 1.5 or less, particularly pref-
erably 1 or less, more particularly preferably 0.7 or less. This
is because the amount of carbon defects gets smaller (crys-
tallinity gets higher) as the G/D ratio gets smaller, so that it is
considered that precipitates are easily produced upon dis-
charging.

The Raman spectral measurement can be carried out by
general methods. In particular, the measurement is preferably
carried out as follows. That is, laser light is applied to a
sample surface, and backscattered light (light scattered in a
direction opposite to the incident direction) is spectroscoped
to measure the Raman spectrum by CCD.

From the viewpoint of discharging capacity, the average
002 planar spacing obtained by X-ray diffraction analysis of
the carbonaceous material of the present invention, is prefer-
ably within a range of 3.7 to 4.2 A, particularly preferably
within a range of 3.75 to 4.1 A.

In the X-ray diffraction analysis, the average 002 planar
spacing can be measured according to general methods. For
example, it can be measured according to “Measurement of
Lattice Parameters and Crystallite Sizes of Carbon Materials”
defined in JIS R7651.

Also from the same viewpoint, for the carbonaceous mate-
rial of the present invention, in the X-ray diffraction analysis,
the size of crystallites in the a-axis direction is preferably
within a range of 22 to 27 A, particularly preferably within a
range of 22.5 to 26.3 A, and the size of crystallites in the
c-axis direction is preferably within a range of 11 to 16 A,
particularly preferably within a range of 12.5 to 15 A.

In the X-ray diffraction analysis, the sizes of crystallites in
the a-axis and c-axis directions can be measured according to
general methods. For example, they can be measured accord-
ing to “Measurement of Lattice Parameters and Crystallite
Sizes of Carbon Materials” defined in JIS R7651.

The method for producing the carbonaceous material of the
present invention is not particularly limited. For example,
there may be mentioned the following method.

That is, the carbonaceous material of the present invention
can be produced by carbonizing a nitrogen-containing ther-
mosetting resin by heating at 100 to 3,000° C. for 1 to 100
hours.

Examples of nitrogen-containing thermosetting resins
include polycarbodiimide resin, nitrogen-containing phenol
resin, nitrogen-containing epoxy resin, nitrogen-containing
furan resin, polyimide resin, polyamide resin, polyamideim-
ide resin, melamine resin, polyacrylonitrile resin, nitrogen-
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containing unsaturated polyester resin, and copolymers with
monomers that are copolymerizable with repeating units that
constitute these resins. Of them, preferred are nitrogen-con-
taining phenol resin, nitrogen-containing furan resin, nitro-
gen-containing furfural-phenol copolymer, etc. The nitrogen-
containing thermosetting resins can be used alone or in
combination of two or more kinds.

A curing agent can be used in combination with the nitro-
gen-containing thermosetting resin. As the curing agent, there
may be mentioned sulfuric acid, hydrochloric acid, nitric
acid, etc. The curing agent can be a cause for incorporation of
impurities or defects, so that the amount used is preferably as
small as possible. For example, itis preferably 10 wt % or less
of the total amount of the materials.

The carbonaceous material of the present invention can be
also produced by imparting heat-curability to a nitrogen-
containing thermoplastic resin by mixing the resin with a
curing agent, and then carbonizing the thermoplastic resin by
heating. As the thermoplastic resin, for example, there may be
mentioned nitrogen-containing novolac-type phenol resin.
As the curing agent, for example, there may be mentioned
hexamethylenetetramine.

Before the carbonization, the nitrogen-containing thermo-
setting resin can be molded. The method for molding the
nitrogen-containing thermosetting resin is not particularly
limited, and it can be appropriately selected so that the resin
can be molded into a desired form. For example, there may be
mentioned a roll-to-roll method, press molding, centrifugal
molding, cast molding, injection molding, extrusion molding,
pressure molding, etc.

It is preferable to infusibilize the molded nitrogen-contain-
ing thermosetting resin as needed by heating under an oxygen
atmosphere, in order to fix the form. In the infusibilizing
treatment, it is preferable that the oxygen atmosphere has an
oxygen concentration of about 10 to 90 vol %, and the heating
temperature is about 50 to 500° C.

The nitrogen-containing glassy carbonaceous material
obtained by carbonizing the nitrogen-containing thermoset-
ting resin, can be used as it is as the cathode, when the material
is in a plate form, foil form or the like, for example. In this
case, the nitrogen-containing glassy carbonaceous material
obtained by the carbonization is a material that is difficult to
process. Therefore, processing loads can be reduced by giv-
ing the resin a given form in advance before the carbonizing
treatment. More specifically, it is preferable to adjust the outer
shape of the resin in accordance with the outer shape of the
cathode, after the infusibilizing treatment, by cutting, polish-
ing, etc.

The nitrogen-containing thermosetting resin heating tem-
perature is not particularly limited, as long as it is a tempera-
ture at which the resin can be carbonized. It is preferably 300
to 3,000° C., particularly preferably 600 to 1,500° C. When
the heating temperature is too low, the orientation of crystal-
lites may be low and sufficient battery characteristics may not
be obtained. When the heating temperature is too high, the
amount of removed nitrogen is too high and a desired N/C
ratio cannot be obtained.

Preferably, the carbonization is carried out in a vacuum (for
example, 0.1 MPa or less).

Depending on the heating conditions of the carbonization,
the N/C ratio, the pyrrole/C ratio, the G/D ratio, the size of
crystallites in the a-axis direction, the size of crystallites in the
c-axis direction, and the 002 planar spacing can be controlled.
For example, by increasing the heating temperature, the G/D
ratio and the 002 planar spacing can be decreased. Also by
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increasing the heating temperature, the size of crystallites in
the a-axis direction and the size of crystallites in the c-axis
direction are increased.

By increasing the heating temperature (for example, to
800° C. or more), the following can be expected: the regular-
ity of the orientation of crystallites is increased; carbon
nanoshells are formed; and battery characteristics are
enhanced. Also by increasing the heating temperature, there
is a tendency for electrical resistance to decrease.

In the carbonization of the nitrogen-containing thermoset-
ting resin, the heating is preferably carried out at a heating rate
of 5 to 10° C./min, for example. This is because, by heating
the resin at such a relatively slow rate, the regularity can be
increased due to the orientation of crystallites.

When the thus-obtained nitrogen-containing glassy car-
bonaceous material is used as it is as the cathode, to increase
the flatness of the cathode surface, it is preferable to carry out
mirror polishing. Examples of mirror polishing methods
include mirror finish polishing using water, alumina grains
and an abrasive. The dimensional tolerance of the mirror-
polished surface is preferably within a range of about 0.05 to
0.10 mm.

After the carbonization or mirror polishing, impurities,
polishing sludge or the like may be attached to the surface of
the nitrogen-containing glassy carbonaceous material. Meth-
ods for removing them include a method for removing metal-
lic impurities by heating at high temperature (for example,
2,000 to 3,000° C.) under a chlorine gas atmosphere or hydro-
gen chloride gas atmosphere. However, by such a high tem-
perature treatment, the nitrogen component is eliminated.
Therefore, it is preferable to carry out the treatment at a lower
temperature than the heating temperature for the carboniza-
tion and for a shorter heating time than the heating time of the
carbonization.

As described above, the carbonaceous material of the
present invention can be used as it is as the cathode, when it is
in a plate form, foil form or the like. When it is a powdery or
fibrous carbonaceous material, or when it is one obtained by
grinding a carbonaceous material in a plate form, foil form or
the like, it can be appropriately combined with other compo-
nent such as a binder, conductive additive or catalyst to form
a cathode.

[Lithium-Air Battery|

As described above, the carbonaceous material of the
present invention is particularly effective as a carbonaceous
material for constituting the cathode of a lithium-air battery.
Hereinafter, a lithium-air battery comprising a cathode that
contains the carbonaceous material of the present invention,
will be described.

In a metal-air battery 10 shown in FIG. 2, a cathode (air
electrode) 2 that uses oxygen as an active material, an anode
3 that comprises an Li metal, and an electrolyte 4 that con-
ducts Li ions between the cathode 2 and the anode 3, are
housed in a battery case that is composed of a cathode can 6
and an anode can 7. The cathode can 6 and the anode can 7 are
fixed by a gasket 8 to encapsulate the battery case.

The cathode 2 is an oxidation-reduction reaction site for
oxygen. Air (oxygen) introduced through an air vent 9, which
is provided to the cathode can 6, is supplied to the cathode.
The cathode 2 comprises at least the carbonaceous material of
the present invention.

A cathode current collector 5 is provided to the cathode 2,
which functions to collect current from the cathode 2. The
cathode current collector 5 is composed of a porous electro-
conductive material (e.g., metal mesh) and allows air (oxy-
gen), which is introduced through the air vent 9, to be sup-
plied to the cathode 2 via the cathode current collector 5.
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The anode 3 comprises an [i metal, which is an anode
active material, and it can occlude/release Li ions, which are
conductive ion species.

The electrolyte 4 comprises a liquid electrolyte of a sup-
porting electrolyte salt (e.g., Li salt such as LiN(SO,CF),)
dissolved in a non-aqueous solvent (e.g., N-methyl-N-propy-
Ipiperidinium bis(trifluoromethanesulfonyl)amide). An insu-
lating porous separator (not shown) is provided between the
cathode 2 and the anode 3, and the pores of the porous sepa-
rator are impregnated with the electrolyte.

Hereinafter, the components of the lithium-air battery will
be described.

(Cathode)

The cathode comprises at least the carbonaceous material
of the present invention. The cathode can be composed of
only the carbonaceous material of the present invention. By
forming the carbonaceous material of the present invention
into a form that allows the use of the material as a cathode,
such as a plate form, the cathode can be composed of only the
carbonaceous material of the present invention. Or, by using
a binder, the powdery or fibrous carbonaceous material of the
present invention can be formed into a form that allows the
use of the material as a cathode.

The carbonaceous material of the present invention will not
be described here since it is described above.

In the cathode, the content of the carbonaceous material of
the present invention is not particularly limited. For example,
when the total weight of the cathode is 100 wt % and the
cathode is composed of only the carbonaceous material of the
present invention, the content of the carbonaceous material is
100 wt %.

On the other hand, when the powdery or fibrous carbon-
aceous material of the present invention is used, the content is
preferably 40 to 95 wt %, particularly preferably 55 to 90 wt
%. When the content of the carbonaceous material is less than
40 wt %, the electroconductivity of the cathode is not suffi-
cient, so that the internal resistance of a lithium-air battery
may be increased, and the power output may be decreased.
When the content of the carbonaceous material is more than
95 wt %, the shape stability of the cathode may be insufficient.

As needed, the cathode can contain an electroconductive
material other than the carbonaceous material of the present
invention, a binder, a catalyst, etc.

Examples of the binder include polyvinylidene fluoride
(PVdF), polytetrafiuoroethylene (PTFE) and styrene-butadi-
ene rubber (SBR). The content of the binder in the cathode is
not particularly limited. However, the content preferably
accounts for 5 to 60 wt % of the cathode.

The electroconductive material is only needed to be elec-
troconductive. For example, there may be mentioned electro-
conductive carbonaceous materials including carbon black
such as Ketjen Black and acetylene black, and carbon fibers
such as carbon nanotubes.

Examples of the catalyst include platinum group metals
such as nickel, palladium and platinum; perovskite-type
oxides containing a transition metal such as cobalt, manga-
nese or iron; inorganic compounds containing a noble metal
oxide such as ruthenium, iridium or palladium; metal-coor-
dinated organic compounds having a porphyrin or phthalo-
cyanine structure; inorganic ceramics such as manganese
dioxide (MnO,) and cerium oxide (Ce0O,); and composite
materials obtained by mixing these materials.

The thickness of the cathode varies depending on the appli-
cation of the lithium-air battery, etc. For example, it is pref-
erably within a range of 2 um to 500 um, particularly prefer-
ably within a range of 5 um to 300 pm.

10

15

20

25

30

35

40

45

50

55

60

65

10

As needed, the cathode can comprise a cathode current
collector that collects current from the cathode. The material
for the cathode current collector is not particularly limited, as
long as it is electroconductive. For example, there may be
mentioned stainless-steel, nickel, aluminum, iron, titanium
and carbon.

As the form of the cathode current collector, for example,
there may be mentioned a foil form, a plate form and a fiber
form, and also a porous form such as non-woven fabric or
mesh (grid). In the case of using a porous current collector, as
shown in FIG. 2, the cathode and the current collector can be
stacked, or the current collector can be disposed inside the
cathode. Or, the below-described battery case can also func-
tion as the cathode current collector.

The thickness of the cathode current collector is, for
example, within a range of 10 um to 1,000 um, particularly
preferably within a range of 20 um to 400 pm.

The method for producing the cathode comprising the
cathode current collector is not particularly limited. For
example, there may be mentioned the following: a method of
laminating the carbonaceous material of the present invention
in a plate or foil form and the cathode current collector by
stacking them and appropriately pressing them, for example;
a method of applying a cathode material paste to the surface
of'the cathode current collector and drying the same, which is
obtained by mixing at least the carbonaceous material of the
present invention with a binder, etc., as needed; and a method
of laminating the cathode, which is obtained by applying and
drying the cathode material paste, and the cathode current
collector by stacking them and then appropriately pressing or
heating them, for example.

The solvent of the cathode material paste is not particularly
limited and can be appropriately selected, as long as it is
volatile. Concrete examples thereof include ethanol, acetone,
N,N-dimethylformamide (DMF) and N-methyl-2-pyrroli-
done (NMP).

The method for applying the cathode material paste is not
particularly limited. A general method such as a doctor blade
method or spraying method can be used.

(Anode)

The anode comprises an anode active material that can
release/take in lithium ions. Examples of anode active mate-
rials include lithium metals, alloy materials containing
lithium elements, and lithium compounds. Also, carbon-
aceous materials such as graphite and the carbonaceous mate-
rial of the present invention can be used as the anode active
material. Of them, lithium metals are preferred, since a high
capacity and high potential can be obtained.

Examples of alloys containing lithium elements include
lithium-aluminum alloy, lithium-tin alloy, lithium-lead alloy
and lithium-silicon alloy. Examples of lithium compounds
include oxides such as lithium-titanium oxide and nitrides
such as lithium-cobalt nitride, lithium-iron nitride and
lithium-manganese nitride.

The anode can be one containing only the anode active
material, or it can be one containing the anode active material
and at least one of an electroconductive material and a binder.
For example, when the anode active material is in a foil or
plate form, the anode can be an anode layer that contains only
the anode active material. When the anode active material is
in a powdery form, the anode can be an anode layer that
contains the anode active material and a binder. Since the
electroconductive material and the binder are the same as
those described above under “Cathode”, they will not be
described here.

The anode can comprise an anode current collector that
collects current from the anode. The material for the anode
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current collector is not particularly limited, as long as it is
electroconductive. For example, there may be mentioned
copper, stainless-steel, nickel and carbon. As the form of the
anode current collector, for example, there may be mentioned
afoil form, a plate form and a mesh (grid) form. In the present
invention, the below-described battery case can also function
as the anode current collector.

The method for producing the anode is not particularly
limited. For example, there may be mentioned a method for
stacking the anode active material in a foil form and the anode
current collector and pressing them. Also, there may be men-
tioned a different method in which an anode material mixture
containing the anode active material and the binder is pre-
pared, and then the mixture is applied onto the anode current
collector and dried.

(Electrolyte)

The electrolyte is retained between the cathode and the
anode and functions to conduct lithium ions between the
cathode and the anode.

The form of the electrolyte is not particularly limited, as
long as it has lithium ion conductivity. For example, there
may be used a liquid electrolyte, a solid electrolyte, a gel
electrolyte, etc.

The liquid electrolyte is one obtained by dissolving an
electrolyte salt in a solvent. As the liquid electrolyte, there
may be used any one of a non-aqueous liquid electrolyte,
which is obtained by dissolving an electrolyte salt in a non-
aqueous solvent, or an aqueous liquid electrolyte, which is
obtained by dissolving an electrolyte salt in an aqueous sol-
vent.

The non-aqueous liquid electrolyte comprises a lithium
salt and a non-aqueous solvent.

Examples of the lithium salt include inorganic lithium salts
such as LiPF,, LiBF,, LiClO, and LiAsF,, and organic
lithium salts such as LiCF;SO;, LiN(SO,CF;), (abbrevia-
tion: Li-TFSA), LiN(SO,C,F5), and LiC(SO,CF,),.

Examples of the non-aqueous solvent include ethylene
carbonate (EC), propylene carbonate (PC), dimethyl carbon-
ate (DMC), diethyl carbonate (DEC), ethyl methyl carbonate
(EMC), ethyl carbonate, butylene carbonate, y-butyrolactone,
sulfolane, acetonitrile, 1,2-dimethoxymethane, 1,3-
dimethoxypropane, diethyl ether, tetrahydrofuran, 2-meth-
yltetrahydrofuran and mixtures thereof.

An ionic liquid can be used as the non-aqueous solvent.
Examples of the non-ionic liquid include: aliphatic quater-
nary ammonium salts such as N,N,N-trimethyl-N-propylam-
monium bis(trifluoromethanesulfonyl)amide [abbreviation:
TMPA-TFSA], N-methyl-N-propylpiperidinium bis(trifluo-
romethanesulfonyl)amide  (abbreviation: PP13-TFSA),
N-methyl-N-propylpyrrolidinium bis(trifluoromethane-
sulfonyl)amide (abbreviation: P13-TFSA), N-methyl-N-bu-
tylpyrrolidinium bis(triffuoromethanesulfonyl)amide (abbre-
viation: P14-TFSA) and N,N-diethyl-N-methyl-N-(2-
methoxyethyl)Jammonium bis(trifluoromethanesulfonyl)
amide (abbreviation: DEME-TFSA); and 1-ethyl-3-
methylimidazoliumfluorohydrogenate
(trifluvoromethanesulfonyl)amide  [abbreviation:  emim
(HF), ;F-TFSA]. The ionic liquid is preferable from the
viewpoint of having a high viscous tendency and preventing
leaks of the liquid electrolyte.

The concentration of the lithium salt in the non-aqueous
liquid electrolyte can be within a range of 0.3 mol/LL to 3
mol/L, for example.

A non-aqueous gel electrolyte can be obtained by gelling a
non-aqueous liquid electrolyte by adding a polymer thereto.
As the polymer used for the gelation of the non-aqueous
liquid electrolyte, there may be mentioned polyethylene
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oxide (PEO), polyacrylonitrile (PAN) or polymethyl meth-
acrylate (PMMA), for example.

As an aqueous electrolyte, there may be mentioned an
aqueous liquid electrolyte obtained by incorporating a
lithium salt in water. Examples of the lithium salt include
LiOH, LiCl, LiNO; and CH,CO,Li.

As the solid electrolyte, there may be used Li—La—Ti—
O-based solid electrolyte, for example.

(Separator)

To secure insulation between the cathode and the anode, a
separator comprising an insulating porous material can be
provided between the cathode and the anode. Typically, by
impregnating the separator comprising an insulating porous
material with an electrolyte, insulation and lithium ion con-
ductivity between the cathode and the anode can be secured.

In the case of having a structure in which a plurality of
laminates are stacked, each of which comprises the cathode,
electrolyte and anode in this sequence (cathode/electrolyte/
anode), from the viewpoint of safety, it is preferable to pro-
vide the separator between the laminates, that is, between the
cathode and anode of adjacent laminates.

As the separator, for example, there may be mentioned
porous films of polyethylene, polypropylene, etc., and non-
woven fabrics such as resin non-woven fabric and glass fiber
non-woven fabric.

(Battery Case)

In general, the lithium-air battery comprises a battery case
for housing the cathode, anode, electrolyte, etc. Concrete
examples of the form of the battery case include a coin form,
a flat plate form, a cylindrical form and a laminate form. As
long as oxygen can be supplied to the cathode, the battery case
can be an open battery case which has a vent (air vent) that can
take in oxygen from the outside. Or, the battery case can be a
closed battery case.

The open battery case has a structure in which at least the
cathode can be sufficiently in contact with oxygen-containing
gas. On the other hand, to the closed battery case, oxygen-
containing gas inlet and outlet tubes can be provided. As the
oxygen-containing gas to be supplied to the cathode, for
example, there may be mentioned pure oxygen and air. Pre-
ferred is pure oxygen from the point of view that a high
oxygen concentration is preferred.

EXAMPLES
Production of Carbonaceous Material
Examples 1 to 4 and Comparative Example 1

Based on the flow shown in FIG. 3, a carbonaceous mate-
rial was produce as follows.

As a starting material for the carbonaceous material, a
nitrogen-containing resole-type phenol resin in a liquid form
(product name: Phenolite; manufactured by: DIC) (nitrogen-
containing thermosetting resin material) was used. The resin
was mixed with sulfuric acid, which is a curing agent, at a
ratio of 90:10 (wt %).

Next, the mixture of the nitrogen-containing resole-type
phenol resin and sulfuric acid was formed into sheets. The
thus-obtained sheets were stacked and molded by the roll-to-
roll method. After molding, the resultant was infusibilized by
heating (at 300° C. for 3 hours) under an oxygen atmosphere
(oxygen concentration 60 vol %) and then cut to obtain resin
material molded products each having an outer diameter of 12
mm and a thickness of 1 mm.

Then, the resin material molded products were carbonized
by heating from room temperature to temperatures (Example
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1: 600° C.; Example 2: 800° C.; Example 3: 1,000° C.;
Example 4: 1,500° C.; Comparative Example 1: 3,000° C.) in
vacuum (0.1 MPa) and at a heating rate of 10° C./min.

The surfaces of the thus-obtained carbonaceous materials
were subjected to mirror polishing. The mirror polishing was
carried out by using a polishing solution which contains water
and an abrasive and in which 10% pulverized alumina grains
having an average particle diameter of 2 pm or less are dis-
persed. The mirror condition of each surface was confirmed
with an image measuring device. Also, the tolerance was
measured with a micrometer. As a result, the carbonaceous
materials were found to have an outer diameter of 0.2 mm and
a thickness of 0.1 mm.

[Carbonaceous Material Evaluation 1]

For the carbonaceous materials of Examples 1 to 4 and
Comparative Example 1, the N/C ratio, pyrrole/C ratio, pyri-
dine/C ratio, G/D ratio, planar spacing, a-axis crystallite size,
c-axis crystallite size and resistance were measured as fol-
lows.

(N/C Ratio)

The molar ratio of the nitrogen to the carbon contained in
each carbonaceous material (the N/C ratio) was measured by
X ray photoelectron spectroscopy (with ESCA-3300 manu-
factured by Shimadzu Corporation). The results are shown in
Table 1.

(Pyrrole/C Ratio)

The molar ratio of the pyrrole to the carbon contained in
each carbonaceous material (the pyrrole/C ratio) was mea-
sured as follows. The results are shown in Table 1.

First, the N/C ratio was measured by X ray photoelectron
spectroscopy (XPS method). On the other hand, by the XPS
method, multiple peak separation was carried out on the four
components (pyridine component, pyrrole component, oxide
component and quaternary component) of an Nls spectrum,
and the pyrrole ratio in the nitrogen (the pyrrole/N ratio) was
calculated. Next, the pyrrole/C ratio was calculated from the
measured N/C ratio and pyrrole/N ratio.

(Pyridine/C Ratio)

The ratio of the pyridine to the carbon contained in each
carbonaceous material (the pyridine/C ratio) was measured as
follows. The results are shown in Table 1.

First, the N/C ratio was measured by X ray photoelectron
spectroscopy (XPS method). On the other hand, by the XPS
method, multiple peak separation was carried out on the four
components (pyridine component, pyrrole component, oxide
component and quaternary component) of an N1s spectrum,
and the pyridine ratio in the nitrogen (the pyridine/N ratio)
was calculated. Next, the pyridine/C ratio was calculated
from the measured N/C ratio and pyridine/N ratio.

TABLE 1

N/C Pyrrole/C Pyridine/C

ratio ratio ratio
Example 1 2.19x 1072 1.42 x 1072 0.48 x 1072
Example 2 2.28 x 1072 1.57x 1072 0.46 x 1072
Example 3 2.00 x 102 1.48 x 1072 0.48 x 1072
Example 4 1.94 x 1072 1.47 x 1072 0.41 x 1072
Comparative 0 0 0
Example 1

(G/D Ratio)

After argon laser was applied to each carbonaceous mate-
rial for 200 seconds, Raman spectrum measurement was car-
ried out on one hundred points at 5 um intervals, and the area
ratio of the defect-derived D band to the graphite-derived G
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band (=the peak area of G band/the peak area of D band) was
calculated. The results are shown in Table 2 and FIG. 4.
(002 Planar Spacing)

In accordance with JIS R7651, the average 002 planar
spacing was measured by X-ray diffraction. The results are
shown in Table 2 and FIG. 5.

(a-Axis Crystallite Size and c-Axis Crystallite Size)

In accordance with JIS R7651, the size of crystallites in the
a-axis direction and the size of crystallites in the c-axis direc-
tion were measured by X-ray diffraction. The results are
shown in Table 2 and FIG. 6.

(Resistance)

Each test species was sandwiched between metal plates
having a diameter of 20 mm. With applying a pressure 0f 0.32
kgt/em?, the electrical resistance was measured by the two-
terminal method. The results are shown in Table 2 and FIG. 7.

TABLE 2
002 Planar a-Axis c-Axis

G/D spacing crystallites crystallites Resistance

ratio A A A) ()
Example 1 2.75 4.33 21.3 10.5 83,400
Example 2 1.33 4.2 22.3 11.5 60.3
Example 3 0.63 4.1 22.5 12.5 0.8
Example 4 0.32 3.75 26.3 15 0.8
Comparative 0.32 3.55 325 22,5 0.3
Example 1

[Carbonaceous Material Evaluation 2]

TEM observation was carried out on the carbonaceous
materials of Examples 1 to 4 and Comparative Example 1.
TEM image of Example 3 is shown in FIG. 8A, and TEM
image of Comparative Example 1 is shown in FIG. 8B. It was
confirmed that all the carbonaceous materials of Examples 1
to 4 have a complex glassy network structure as shown in FI1G.
8A. Onthe otherhand, it was confirmed that the carbonaceous
material of Comparative Example 1 has an isotropic structure
as shown in FIG. 8B, and a dense framework is present
therein.

Carbonaceous Material Evaluation 3
Examples 1 to 4 and Comparative Example 1

Lithium-air batteries were produced by using the mirror-
polished carbonaceous materials of Examples 1 to 4 and
Comparative Example 1 as they were as the cathode. A
charge-discharge test was carried out thereon as follows.

First, lithium-air battery cells shown in FIG. 9 were pro-
duced as follows, by using the above-produced carbonaceous
materials of Examples 1 to 4 and Comparative Example 1 as
the cathode. More specifically, a lithium metal foil (manufac-
tured by Kyokuto Kinzoku Ltd., thickness 200 pm, ¢15 mm)
was used as an anode 11; a solution of LiTFSA in PP13-TFSA
(LiTFSA concentration 0.32 mol/kg) was used as a liquid
electrolyte 12; and a polypropylene non-woven fabric
(JH1004N manufactured by Asahi Kasei Corporation) was
used as a separator (not shown). As shown in FIG. 9, an SUS
current collector 14 (cathode current collector) was provided
to the carbonaceous material, which is a cathode 13, and a
nickel wire 15 (anode current collector) was provided to the
lithium metal foil, which is the anode 11. The liquid electro-
lyte 12 was infiltrated into the separator.

The thus-obtained cell was housed in a glass desiccator
(500 mL) equipped with a gas replacement cock. The glass
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desiccator has such a structure that oxygen can be introduced
therein and supplied to the cathode.

Next, a charge-discharge test was carried out under the
following conditions. Discharging capacity and coulombic
efficiency (discharging capacity/charging capacity) are
shown in Table 3 and FIG. 10. Table 3 also shows the N/C
ratio, pyrrole/C ratio and pyridine/C ratio.
<Charge-Discharge Test Conditions>

Charge-discharge device: Multichannel potentiostat/gal-

vanostat (VMP3 manufactured by Bio-Logic)

Current density: 6.37x107> mA/cm? (Current value was set

to 50 nA per electrode area of $10 mm)
End-of-charge/discharge voltage: 2V t0 3.85V (one cycle)
Atmosphere temperature (the temperature inside the glass
desiccator): 60° C. (Before starting the test, the cell was
stood for 3 hours in a constant temperature bath at 60°
C)

Pressure inside the cell upon charging/discharging: Oxy-

gen (O,) at 1 atmosphere

FIG. 11A is a scanning electron microscopy (SEM) image
of the cathode surface of Example 1, which was taken after
discharging. FIG. 11B is a scanning electron microscopy
(SEM) image of the cathode surface of Example 1, which was
taken after charging (charging after discharging). FIG. 12A is
an SEM image of the cathode surface of Comparative
Example 1, which was taken after discharging. FIG. 12B is an
SEM image of the cathode surface of Comparative Example
1, which was taken after charging (charging after discharg-

ing).
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Comparative Example 2

First, a cathode was produced as follows. In particular, a
cathode material paste was prepared by mixing carbon black
(Ketjen Black ECP600JD) with polytetrafluoroethylene
(binder) in ethanol (solvent). In the cathode material paste,
the ratio between the carbon black and polytetrafluoroethyl-
ene is as follows: carbon black:polytetrafiuoroethylene=90
wt %:10 wt %. Then, the cathode material paste was applied
onto a substrate and roll-pressed. Next, the paste was dried in
vacuum at 60° C. (pre-drying). Then, the dried paste was cut
and further dried in vacuum at 120° C. (final drying). The
thus-obtained cathode was removed from the substrate.

Next, in the same manner as Examples 1 to 4, a lithium-air
battery cell was produced by using the thus-obtained cathode
and a charge-discharge test was carried out thereon.

FIG. 14A is an SEM image of the cathode surface of
Comparative Example 2, which was taken before the charge-
discharge test. FIG. 14B is an SEM image of the cathode
surface of Comparative Example 2, which was taken after the
charge-discharge test.

From FIGS. 14A and 14B, it was confirmed that large
convexoconcaves were formed on the electrode surface by
charging and discharging, which was flat before the charging
and discharging. This is considered to be due to the produc-
tion of precipitates, the decomposition of the carbonaceous
material, etc., and it can be said that is the cathode is signifi-
cantly deteriorated. Especially compared to Example 3
shown in FIGS. 13A and 13B, it is clear that the convexocon-
caves are larger, and the deterioration is severer.

TABLE 3

N/C Pyrrole/C Pyridine/C Discharging Coulombic

ratio ratio ratio capacity (mAh) efficiency (%)
Example 1 219%x 1072 142x102  0.48x 1072 0.80 20
Example 2 228x 1072 1.57x102 046 x1072 1.0 10
Example 3 200x102  1.48x1072 0.48x 1072 3.0 20
Example 4 1.94x1072 147x1072  0.41x1072 2.7 2
Comparative 0 0 0 0.40 10
Example 1

From FIGS. 11A,11B, 12A, and 12B, it was confirmed that
precipitates found on the cathode comprising the carbon-
aceous material of Example 1 after discharging, are smaller
than those on the cathode comprising the carbonaceous mate-
rial of Comparative Example 1, and the smaller precipitates
were eliminated (decomposed) by charging. On the other
hand, on the cathode comprising the carbonaceous material of
Comparative Example 1, large precipitates were produced by
discharging and remained on the electrode surface even after
charging. From this result, it can be said that the deterioration
of the cathode comprising the carbonaceous material of
Example 1 is smaller than the cathode comprising the carbon-
aceous material of Comparative Example 1.

FIG. 13A is an SEM image of the cathode surface of
Example 3, which was taken before the charge-discharge test.
FIG. 13B is an SEM image of the cathode surface of Example
3, which was taken after the charge-discharge test.

From FIGS. 13A and 13B, it was confirmed that small
precipitates were produced on the surface of the cathode
comprising the carbonaceous material of Example 3, by
charging/discharging. However, since the surface of the cath-
ode was kept smooth, it can be said that the deterioration of
the cathode is small.
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As described above under “Carbonaceous material evalu-
ation 27, while the carbonaceous material of Comparative
Example 1 is not glassy, all the carbonaceous materials of
Examples 1 to 4 were confirmed to be glassy carbonaceous
materials by the TEM observation. Also from Table 3, it is
clear that the lithium-air batteries using the carbonaceous
materials of Examples 1 to 4 as the cathode, which have an
N/C ratio of 1.9x107> or more, have better discharging
capacities than the carbonaceous material of Comparative
Example 1, which contains no nitrogen. From these results, it
is clear that the discharge characteristics of a lithium-air
battery can be enhanced by using the glassy carbonaceous
material having an N/C ratio of 1.9x1072 or more, as a mate-
rial for constituting the cathode of a lithium-air battery.

FIG. 15 shows the relationship between the N/C ratio and
discharging capacity. F1G. 16 shows the relationship between
the pyrrole/C ratio and discharging capacity. FIG. 17 shows
the relationship between the G/D ratio and discharging capac-
ity.

From FIG. 15 and Table 3, it is clear that particularly
excellent discharging capacities can be obtained when the
N/C ratio is 1.90x1072 to 2.10x1072, particularly when the
N/C ratio is 1.94x107> to 2.00x1072. From FIG. 16 and Table
3, it is clear that excellent discharging capacities can be
obtained when the pyrrole/C ratio is 1.44x107%to 1.52x1072,
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particularly when the pyrrole/C ratio is 1.47x1072 to 1.48x
1072. From FIG. 17 and Tables 2 and 3, it is clear that excel-
lent discharge characteristics can be obtained when the G/D
ratio is 1.5 or less, particularly when the G/D ratio is 0.7 or
less.

FIG. 18 shows the relationship between the N/C ratio and
coulombic efficiency. FIG. 19 shows the relationship between
the pyridine/C ratio and coulombic efficiency.

From FIG. 18, it is clear that both the discharging capacity
and coulombic efficiency are excellent when the N/C ratio is
1.95x107% to 2.25x1072, particularly when the N/C ratio is
2.00x107% to 2.19x1072. From FIG. 19, it is clear that excel-
lent coulombic efficiencies can be obtained when the pyri-
dine/C ratio is 0.47x1072 to 0.50x1072, particularly when the
pyridine/C ratio is 0.48x1072,

For Examples 1 to 4, the following can be said from the
above discharging capacity results and the results of FIGS. 4
to 7.

That is, as the firing temperature increases, the G/D ratio,
the planar spacing and the electrical resistance tend to
decrease. On the other hand, as the firing temperature
increases, the size of crystallites in the a-axis direction and the
size of crystallites in the c-axis direction tend to increase. The
discharging capacity is high when the G/D ratio is 1.5 or less,
particularly when the G/D ratio is 0.7 or less, and when the
planar spacing is 3.7 to 4.2 A, particularly when the planar
spacingis 3.75t0 4.1 A. Also, the discharging capacity is high
when the size of crystallites in the a-axis direction is 22 to 27
A, particularly when the size is 22.5 to 26.3 A, and when the
size of the crystallites in the c-axis direction is 11 to 16 A,
particularly when the size is 12.5 to 15 A.

REFERENCE SIGNS LIST

1. Precipitate

2. Cathode

3. Anode

4. Electrolyte

5. Cathode current collector
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6. Cathode can
7. Anode can
8. Gasket
9. Air vent
10. Air-metal battery
11. Anode
12. Liquid electrolyte
13. Cathode
14. Cathode current collector
15. Anode current collector

The invention claimed is:

1. A carbonaceous material for lithium-air battery cath-
odes,

wherein the carbonaceous material is a carbonaceous

material for constituting the cathode of a lithium-air
battery;

wherein the carbonaceous material comprises nitrogen and

amolar ratio of the nitrogen to the carbon is 1.9x1072 to
2.25%1072; and

wherein the carbonaceous material is a glassy material.

2. The carbonaceous material for lithium-air battery cath-
odes according to claim 1, wherein the molar ratio of the
nitrogen to the carbon is 1.90x1072 to 2.10x1072.

3. The carbonaceous material for lithium-air battery cath-
odes according to claim 1, wherein the molar ratio of the
nitrogen to the carbon is 1.95x1072 to 2.25x1072.

4. The carbonaceous material for lithium-air battery cath-
odes according to claim 1, wherein the carbonaceous material
comprises pyrrole and a molar ratio of the pyrrole to the
carbon is 1.44x107% to 1.52x1072.

5. The carbonaceous material for lithium-air battery cath-
odes according to claim 1, wherein the carbonaceous material
comprises pyridine and a molar ratio of the pyridine to the
carbon is 0.47x1072 to 0.50x1072.

6. A lithium-air battery comprising a cathode, an anode and
an electrolyte disposed between the cathode and the anode,
wherein the cathode comprises the carbonaceous material
defined by claim 1.
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